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1. International Standard. 1981. SO 811, Textile
fabrics-Determination of resistance to water penetration-Hydrostatic
\pressure test.
* K 2 Japanese Industrial Standards. 2009. JIS L1092 Sec.7.1.1(Method
(K ) A), Testing methods for water resistance of textiles.
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1. American Society for Testing and Materials. 09(2013)el. ASTM|
Standards. ASTM D1424, Standard Test Method for Tearing Strength

W g of Fabrics by Falling-Pendulum (Elmendorf-Type) Apparatus.
(4% 1) 2.British Standards. 2000. BS EN ISO 13937-1, Textiles-Tear
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1. American Society for Testing and Materials. 2013. ASTM|
Standards. ASTM D2261, Standard Test Method for Tearing Strength
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*4f D5 1. American Society for Testing and Materials. 2011a. ASTM|
(9 h) Standards. ASTM D1683/D1683M, Standard Test Method for Failure
(0 F BHAR in Sewn Seams of Woven Apparel Fabrics.
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1. American Society for Testing and Materials. 1995, ASTM,
Standards. ASTM D434, Standard Test Method for Resistance to
4k DS Slippage of Yarns l'f‘.l Woven Fabrics Using a Standard Seam.
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1. International Standard. 2013. ISO 13934-1, Textiles-Tensile
[properties of fabrics-part 1: Determination of maximum force and)
‘A Ha elongation at maximum force using the strip method.
(o &~ KRR |2 Japanese Indusirial Standards. 2010. JIS L1096 Sec. 8. 14, Testing
HFBEZET)  |methods for woven and knitted fabrics.
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1.American Society for Testing and Materials. 2013. ASTM|
Standards. ASTM D3786/D3786M, Standard Test Method for
Bursting Strength of Textile Fabrics-Diaphragm Bursting Strength
Tester Method.

2.Japanese Industrial Standards. 1999. JIS L1018 Sec.8.17, Testing
methods for knitted fabrics.

3.Japanese Industrial Standards. 2010. JIS L1096 Sec.8.18.1, Testing
methods for woven and knitted fabrics.
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